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1 Sample Information 
 
 
 
 
 
 
 
 
 
 

2 Brief Evaluation of the Results 
 

Regulation or protocol Conclusion Version of regulation or protocol 
   

French VOC Regulation 

 

Regulation of March and May 2011 (DEVL1101903D and 
DEVL1104875A) 

French CMR components Pass Regulation of April and May 2009 (DEVP0908633A and 
DEVP0910046A) 

AgBB/ABG Pass Anforderungen an bauliche Anlagen bezüglich des 
Gesundheitsschutzes (ABG), Entwurf 31.08.2017 

Belgian Regulation Pass Royal decree of May 2015 (C-2014/24239) 

EMICODE EC 2 October 2017 

Indoor Air Comfort
®
 Pass Indoor Air Comfort 6.0 of February 2017 

Indoor Air Comfort GOLD
®
 Fail Indoor Air Comfort GOLD 6.0 of February 2017 

BREEAM International Compliant GN22 v2.3 (March 2018): BREEAM Recognised Schemes 
for VOC Emissions from Building Products 

BREEAM
®
 NOR Pass BREEAM-NOR New Construction v1.1 (May 2017) 

   

Full details based on the testing and direct comparison with limit values are available in the following pages 
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Sample name BOSTIK SEALNFLEX PREMIUM P795 

Batch no. GAC6/121218 

Production date 12/12/2018 

Product type Joint sealant 

Sample reception 24/01/2019 


